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Tension Test Report
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Elongation(%) UTS (N/mm?) YS(N/mm?) Preparation type Code Specimen ID | ltem
18.5 346.0 313.0 No[ YesH e 70 SPLIC 1
18.5 319.0 296.0 No[d YesH s 50 SPLIC 2
17.0 323.0 295.0 NoO YesM et 35 SPLIC 3
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